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(57) ABSTRACT

Coating and jointing material systems for wall construction
are provided. The coating is applied to drywall elements prior
to installation and is compatible with the jointing materials
such that a substantially homogeneous surface may be
obtained after the drywall elements are assembled with joint-
ing material and the jointing material is dried. Methods for the
construction of interior walls and interior construction sys-
tems are provided.
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